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MEASURED WEIGHT

	Number of Layers
	Measured Weight
3 x 4.45 inches
	Weight
oz/sq yard
	Weight
Kg/sq meters

	1
	0.08 ounces
	78 oz/sq yard
	2.65 Kg/sq meter

	2
	1.60 ounces
	156 oz/sq yard
	5.30 Kg/sq meter

	3
	2.40 ounces
	234 oz/sq yard
	7.95 Kg/sq meter













*** if you have any question please contact Adrianna Camarena acamarena@maclin.com.mx, www.maclin.com.mx,   or Phone: (52) 664 689 1251
















MEASURED WEIGHT
 (
SAMPLE
MEASURED
)			





			
					1 ounce 	= 0.02835 Kg
					1 Yard 	= 26 inches
 (
4.45 
inches
)					1 meter	= 1.094 yards
					Sample measured (1 layer) = 0.8 ounces
						
					(0.8oz/13.35 inches)(1296 inches2/1yard2)=
 (
3 
inches
)					TOTAL WEIGHT 	= 	78 OUNCES/YD2
						OR		= 	2.65 Kg/sqm							
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